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Photo No. 1 – North Elevation 

 

Photo No. 2 – East Elevation 
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Photo No. 3 – East Elevation – Incipient spalls, deteriorated stone at niche, exposed corroded 

steel 

 
Photo No. 4 – West Elevation – Incipient spalls, deteriorated stone at niche, exposed corroded 

steel 
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Photo No. 5 – East Elevation – Incipient spalls; exposed steel 

 

 
Photo No. 6 – East Elevation – Spalled stone at niche; exposed corroded steel; open coping 

joints 
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Photo No. 7 – North Elevation - Incipient spalls at niche; cracked cast stone 

 
Photo No. 8 – North Elevation - Cracked stone at niche; hairline cracks in coating 
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Photo No. 9 – West Elevation – Spalled cast stone surround; delaminated mortar at cast stone 

and schist 

 
Photo No. 10 – West Elevation – Spalled stone at banding; exposed corroded steel 
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Photo No. 11 – East Elevation – Cracked stones at window surround 

 
Photo No. 12 – North Elevation – Deteriorated joints at cast stone window surround 
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Photo No. 13 – East Elevation – Spalled stone; open joints at window surround  

 
Photo No. 14 – South Elevation – Failed sealant at previous repair 
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Photo No. 15 – East Elevation – Efflorescence staining at niche and decorative stone panel 

 

Photo No. 16 – West Elevation - Cracked coping stone 
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Photo No. 17 – East Elevation – Deteriorated coping stone 

 

Photo No. 18 – North Elevation - Cracked cast stone copings; cracked coating 
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Photo No. 19 – North Elevation - Displaced, spalled cast stone; failed previous repairs at coping 

 
Photo No. 20 – North Elevation – Failed previous repairs at cast stone and coping; open joints 
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Photo No. 21 – North Elevation – Cracked coping stone; sealant installed to mortar joints; 

cracked window previously sealed 

 
Photo No. 22 – West Elevation – Cracked, scaling schist stone; spalled mortar 
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Photo No. 23 – West Elevation – Delaminated, scaled schist stone 

 
Photo No. 24 – West Elevation – Delaminated mortar joints 
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Photo No. 25 – North Elevation – Cracked mortar 

 
Photo No. 26 – South Elevation – Missing mortar 
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Photo No. 27 – South Elevation – Missing mortar at base of metal coping 

 
Photo No. 28 – South Elevation – Cracked mortar at chimney (typical) 
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Photo No. 29 – East Elevation – Metal installed at wood below gutter; moisture staining and 

biological growth; missing downspout 

 
Photo No. 30 – East Elevation – Failed sealant at window perimeter  
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Photo No. 31 – East Elevation – Cracked concrete at entrance stairs 

 
Photo No. 32 – Main Roof – Missing slate shingles; repaired with metal 



       Exterior Façade Condition Survey  

Our Lady of Mt. Carmel Church 

   October 24, 2025 

 

 

  

Page 25 

jbciengineers.com

215.665.0497

 
Photo No. 33 – Low Roofs – Fallen slate shingles in gutter and on low roofs 

 
Photo No. 34 – West Elevation – Displaced slate shingles; open coping joints 


